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ABSTRACT

The NASA Glenn Research Center is developing
technologies that utilize solar energy for various space
applications including electrical power conversion,
thermal propulsion, and furnaces. Common to all of
these applications is the need for highly efficient, solar
concentration systems. An effort is underway to
develop the innovative single crystal refractive
secondary concentrator, which uses refraction and total
internal reflection to efficiently concentrate and direct
solar energy. The refractive secondary offers very high
throughput efficiencies (> 90%), and when used in
combination with advanced primary concentrators,
enables very high concentration ratios (10,000 to 1) and
very high temperatures (> 2000 K).

Presented is an overview of the refractive secondary
concentrator development effort at the NASA Glenn
Research Center, including optical design and analysis
techniques, thermal modeling capabilities, crystal
materials characterization testing, optical coatings
evaluation, and component testing. Also presented is a
discussion of potential future activity and technical
issues yet to be resolved. Much of the work performed
to date has been in support of the NASA Marshall
Space Flight Center's Solar Thermal Propulsion
Program. The many benefits of a refractive secondary
concentrator that enable efficient, high temperature
thermal propulsion system designs, apply equally well to
other solar applications including furnaces and power
generation systems such as solar dynamics (i.e.
Brayton, Stirling), concentrated thermal photovoltaics,
and thermionics.

INTRODUCTION

Space solar applications have been identified that will
require efficient, light weight energy delivery systems
that can enable the high temperatures required by these
systems. Proposed power and propulsion systems
have temperature requirements in excess of 2000 K,
driving the concentration ratio requirement of the energy
delivery system to as high as 10,000:1 and also
requiring very precise pointing and control systems.
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Light weight, thin film, deployable primary concentrators
have been proposed for these systems. No primary
concentrator technology is capable of achieving the
system requirements alone, thus necessitating the
addition of a secondary concentrator to the energy
delivery system.

The innovative high efficiency refractive secondary
concentrator, figure 1, offers significant advantages over
all other types of secondaries and is an enabling
technology for ultra high temperature thermal
applications (~2000 K or higher). The refractive
secondary offers the highest throughput efficiency,
provides for flux tailoring, requires no active cooling,
relaxes the pointing and tracking requirements of the
primary concentrator, and enables very high system
concentration ratios.

The development of the refractive secondary
concentrator at the NASA Glenn Research Center
(GRC) was initiated in support of the NASA MSFC's
Shooting Star solar thermal propulsion flight Experiment
(SSE). Figure 2 is a conceptual layout of the refractive
secondary concentrator integrated with the SSE engine.
Cancellation of the SSE due to funding constraints has
resulted in a reduced refractive secondary development

Figure 1 - Prototype refractive secondary
concentrator



effort. Although the refractive secondary concentrator
development to date has been for application in thermal
propulsion systems, its many advantages apply equally
well to other solar applications such as power
generation and solar furnaces.

Shooting Star Solar Engine

Engine Cavity

Light
o

Figure 2 - Refractive secondary integrated with the
Shooting Star solar thermal propulsion engine

DESCRIPTION OF REFRACTIVE SECONDARY
CONCENTRATORS

The innovative refractive secondary concentrator, made
of solid single crystal material, uses refraction and total
internal reflection to focus and direct the solar flux.
Integral to the design of the refractive secondary is the
flux extractor, which allows the efficient extraction and
tailored distribution of the concentrated solar energy.
Figure 3 illustrates graphically, via ray tracing, the
transmission of solar energy through the refractive
secondary to its point of use, in this case the SSE
engine cavity.

Random rays from Primary Concentrator

enter within design angle
Incident rays refract at front surface of
secondary, and undergo total internal
reflection at sides of cone

Total internal reflection
continues in extractor rod

Rays escape at extractor tip —/
and are absorbed by receiver

Figure 3 - Refractive secondary concentrates solar
energy via refraction and total internal reflection

The refractive secondary has numerous design
advantages over the conventional reflective secondary
concentrator, typically envisioned as a hollow cone with
a reflective internal surface. Figure 4 illustrates the
significant advantages of the refractive secondary
concentrator compared to the reflective secondary
concentrator that make it attractive to a broad variety of
solar applications. The benefits of the refractive
secondary are:
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» Higher Throughput Efficiency

» Higher Concentration Ratio

e Tailored Energy Distribution

* Requires no active cooling

* Improved Performance using Optical Coatings

SAPPHIRE REFRACTIVE SECONDARY
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Flux on Receiver Wall
Refractive Secondary [ Reflective Secondary
Throughput Efficiency >90% 65 %
Concentration Ratio 20:1 71
Energy Flux Lower peak flux, 120% higher peak flux
on Receiver tailored distribution at receiver entrance

Figure 4 - Refractive secondary has many benefits
compared to the conventional reflective secondary

HIGHER THROUGHPUT EFFICIENCY

Solar energy entering the secondary is refocused by
refraction and total internal reflection both of which are
essentially loss-less mechanisms. The only throughput
losses associated with the refractive secondary are due
to reflection at the inlet surface (which can be minimized
with coatings), absorption in the crystal (which for
candidate materials like sapphire is very low), and back
reflection within the crystal (which is minimized through
design). The throughput efficiency of the refractive
secondary has been estimated to be in excess of 90%
for the designs and materials under consideration. In
comparison, the reflective secondary efficiency is
reduced due to energy absorption at the reflective
surface which is as high as 35% depending on the
reflective coating used and the operating temperature.



HIGH CONCENTRATION RATIO

The refractive secondary produces concentration ratios
many times larger than an equivalent reflective
secondary for the same inlet condition. A typical design
using sapphire for the refractive secondary has a
concentration ratio of 20:1 compared with 7:1 for a
reflective  secondary. Therefore the refractive
secondary can lessen the concentration ratio and/or
pointing accuracy requirement of the primary
concentrator or allow higher operating temperatures.

TAILORED ENERGY DISTRIBUTION

The flux extractor, a faceted extended tip, is an
essential part of the refractive secondary design. It is
needed to efficiently pass the concentrated solar energy
into the receiver cavity and allows for flux tailoring via
the adjustment of the facet geometry. Unlike the
reflective secondary, which directs most of the energy at
the front of the receiver cavity, the refractive secondary
and extractor can be designed to allow more uniform
energy distribution further into the cavity. The flux
extractor serves as a light pipe to efficiently deliver the
energy to the point of extraction. Variations of extractor
designs are envisioned for eliminating hot spots,
customized for each application (i.e. solar dynamic
conversion heat receiver, thermal photovoltaic array
(TPV), thermionic diodes, thermal propulsion, furnaces,
etc.)

REQUIRES NO ACTIVE COOLING

A refractive secondary does not require active cooling
because little incident energy is absorbed, and
misalignment can be tolerated with minimal impact on
performance. In comparison, reflective secondaries are
limited in application due to the reduction in reflectivity
of the surface material at temperatures above 1500 K
and their need for active cooling in high temperature
applications. In addition, high power applications may
introduce troublesome thermal management issues for
reflective secondaries, especially if off-pointing or mis-
alignment occurs which can cause uneven heating and
distortion of the reflective secondary surface.

IMPROVED PERFORMANCE USING OPTICAL
COATINGS

An anti-reflective coating on the refractive secondary
inlet surface minimizes incident reflection losses. Of
even greater significance for high temperature
applications is the use of the refractive secondary with
an infrared (IR) retainment element at the inlet of the
secondary. At temperatures in excess of 1000 K,
typical of many solar thermal applications, the IR
radiation loss out of the open aperture of the heat
receiver becomes substantial. In order to reduce the
radiation loss, and thereby improve the overall system
efficiency, a coated element, reflective in the IR
spectrum, can reflect back the infrared radiation leaving
the cavity, reducing the net radiation loss. Analysis has
shown that this coated element can potentially reflect as
much as 80% of the radiant energy that would have
otherwise been lost through the receiver aperture while
only blocking a small portion of the incident solar
energy.
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ACCOMPLISHMENTS

The refractive secondary concentrator for high
temperature applications is in the early stages of
development. Accomplishments to date include:

DEVELOPMENT OF OPTICAL DESIGN AND
MODELING TECHNIQUES

The design methodology of the refractive secondary
front end, or "cone," has been covered by Soules, et al
(ref. 1). Once the geometry of the cone has been
determined, a ray trace modeling technique is used to
assess the performance of the entire refractive
secondary concentrator and to determine an optimum
geometry for the extractor. It is important to point out
that the performance of the refractive secondary is
dependent on the flux profile from the primary
concentrator, and that ideally, the primary and
secondary concentrators should be designed together
as an optical system.
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Figure 5 - Ray trace model predicts flux
distribution inside engine receiver

Figures 5 and 6 are representative of results obtained
from the ray trace model. Figure 5 illustrates a ray trace
using a bundle of converging random rays within a
prescribped design half angle of 22 degrees as the
source, showing the rays as they travel through the
refractive secondary body and extractor before escaping
via the extractor facets. Below the ray trace illustration
is a data plot of the normalized flux along the engine
receiver wall. By design, no energy escapes in the
straight front section of the extractor; rather, it escapes
at the facets and impinges on the cavity wall deeper in
the receiver avoiding a flux peak at the entrance of the
cavity.

Figure 6(a) is a wire frame of the ray trace model
including a plane perpendicular to the axis of the
secondary. Figure 6(b) is an intensity map of the flux on
the plane and figure 6(c) is a plot of the flux as a
function of radius from the center of the plane. The
model reveals that, as seen in figures 6(b) and 6(c), the
flux exiting the refractive secondary creates a cone of
dispersion that impinges on the plane forming a distinct
area of illumination that has higher intensity near the
center and tapers off at the edges. The flux
distributions shown in figure 5 and figure 6(c) are
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Figures 6(a) - Ray trace model of refractive secondary
shown with a plane perpendicular to secondary, 6(b)
Intensity map indicating the flux distribution on the
plane, and 6(c) Normalized flux as a function of radius
from the center of the plane

dependent on the extractor design which can be
customized in order to optimize system performance.
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DEVELOPMENT OF TRANSIENT THERMAL
MODEL

The transient 3-D thermal analysis used to model the
refractive secondary concentrator and receiver is
described in detail by Geng, et al (Ref. 2). In summary,
the thermal analysis compares the thermal response of
a refractive secondary made of sapphire with that made
of zirconia over multiple sun/shade orbits. A
representative thermal profile of a zirconia refractive
secondary in the SSE engine at temperature is shown in
figure 7. Results indicate that a significant thermal
gradient develops at the transition between the
refractive secondary cone and the extractor once the
cavity achieves high temper-atures, and that the
gradient is less severe in the case of sapphire.

Figure 7 -Transient thermal model of the refractive
secondary mated with the Shooting Star engine

MATERIALS CHARACTERIZATION

Critical to the success of the refractive secondary
concentrator in high power solar applications, is the
selection of material from which to fabricate the
secondary. The requirements of the refractive
secondary are many, including high temperature, large
thermal gradients, thermal shock when the sun is
engaged, thermal cycling during sun/shade orbits,
launch survivability, and material chemical compatibility.
Much work has been performed to address some of
these issues, particularly thermal shock, in order to
guide the material selection process as described by
Zhu, et al (ref. 3). Figure 8 shows photographs of
crystal samples that have undergone destructive
thermal shock testing.

Figure 9 plots the results of thermal shock tests on
samples of three candidate crystal materials, zirconia,
YAG, and sapphire, indicating for each sample, the
critical power density, the surface temperatures, and the
temperature difference across the sample, when
fracture occurred. The evaluation results for sapphire
are very encouraging indicating that, in comparison to
other materials under consideration, it is the most
rugged with regard to tolerance of thermal shock.
Notice that sapphire (ALO,) has a consistently higher
critical power density and larger temperature difference
across the sample.



Figure 8 - Samples of candidate materials
characterized during destructive thermal
shock testing
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Figure 9 - Thermal shock tests indicate sapphire
(ALO,) has significantly better thermal stress
resistance than other candidate materials

PROTOTYPE FABRICATION

The feasibility of fabricating the refractive secondary
cone and extractor geometries has been verified.
Refractive secondary prototypes have been fabricated
of both acrylic and zirconia. The zirconia prototype,
housed within its support structure, is shown in figure 1.
The acrylic demonstrator is shown in figure 10
transmitting a laser beam.
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Figure 10 - A laser beam travels through the
acrylic demonstrator

COMPONENT TESTING

To substantiate the optical design and modeling
techniques, the acrylic prototype has undergone
evaluation on an optics bench as described by
Jaworske, et al (Ref. 4). In summary, a laser was used
to evaluate, for a given laser input condition, the
resulting energy output from the refractive secondary.
Results from the evaluation were compared to results
from the ray trace model, showing very good correlation
between the two.

In addition, the zirconia prototype was used in a
preliminary on-sun test in the Solar Facility at the
University of Alabama in Huntsville. Figure 11 is a
photograph of the set up during testing. Due to
instrumentation issues, this preliminary test was not
conclusive.

Heliostat tracks sun

/

Vacuum chamber with window
houses refractive secondary

Figure 11 - Prototype refractive secondary under test at
the University of Alabama in Huntsville



POTENTIAL FUTURE ACTIVITY

The technology progression requires on-sun proof of
concept tests for the refractive secondary in a relevant
environment to evaluate efficiency and demonstrate
high temperature, high power performance. Additional
tests of the refractive secondary integrated with
advanced light weight concentrators would establish the
technologies on a system level. A thermal vacuum
facility equipped with a solar simulator at NASA GRC is
ideally suited for these tests.

In addition, as previously discussed, material
characterization is of utmost importance. Material
properties, limitations, stability, and chemical
compatibility has to be further analyzed and evaluated.
There is little to no data base on the properties of the
candidate materials at the very high operating
temperatures required by some applications. In
addition, while evaluation results for sapphire to date
are encouraging, sapphire is not suitable for some of the
high temperature applications that have been
envisioned (> 2300 K, sapphire's melt point). Thus
other materials have to be sought, or developed, for
these applications.

Preliminary analysis at GRC has indicated that an IR
blocker (reflective element), used in conjunction with a
refractive secondary concentrator will result in
substantial improvements in performance of systems
that operate at high temperature. IR losses through the
aperture become dominant in systems that operate at
temperatures higher than 1000 K. The use of an IR
blocker can retain as much as 80% of the energy that
would have otherwise been lost. The IR blocker needs
to be developed beyond this preliminary analysis.

SUMMARY AND CONCLUDING REMARKS

The innovative refractive secondary concentrator is an
enabling technology for solar applications that require
high efficiency, high temperature, and high
concentration ratio. The refractive secondary is
particularly attractive when used in combination with thin
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film, deployable primary concentrators to form a light
weight, efficient solar energy delivery system.

Optical analysis and thermal modeling has shown that a
refractive secondary concentrator, designed specifically
for the SSE, made of single crystal sapphire has the
potential of greater than 90% throughput efficiency. The
concentrator can provide tailored flux distribution into a
heat receiver cavity, at cavity wall operating
temperatures exceeding 2000 K. The device does not
require active cooling and when coupled with an infrared
reflector element can save as much as 80% of the
infrared energy normally lost through the cavity
aperture. Thermal shock testing at the GRC has
demonstrated the excellent performance of sapphire for
this application.

Efforts to develop the refractive secondary concentrator
to date have been very encouraging, however there is
much that needs to be done in order to bring the
technology to a level so that it can be used in actual
application.
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